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The following sample(s) was/were submitted and identified on behalf of the clients as : LIGHTSTICK

5G5S Job No. : SP10-021047 - SH

Buyer : Scenas di Colombo Luca

Model No. : 10"150MM

Sample May Cover : 5*200MM,10"T00MM, 10" 150MM, 150" 15MM

Date of Sample Received : 23 Jun 2010

Testing Period : 23 Jun 2010 - 29 Jun 2010

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results ; Please refer to next page(s).

Conclusion ; When tested as specified, the specified material of the submitted sample complies

with the stated requirements of the European Standard EN 71 Part3:1994 +
A1:2000+ AC: 2002,

Signed for and on behalf of
SGS-CSTC Ltd.
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Liu Haipeng, Helen
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. 5GS Sample ID Description
1 SHA10-087391.001 Transparent plastic part

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
{3) ND = Not Detected { < MDL )
(4) "-" = Not Requlated

EN 71 Part3:1994 (including amendment A1:2000/AC:2002) - Migration of Certain Elements

Test Method : With reference to EN 71 Part 3:1994 + A1:2000 + AC: 2002, analysis was performed by ICP-OES

Test ltem(s) Limit Unit MDL 001
Soluble Lead (Pb) 90 mg/kg 5 ND
Soluble Antimony (Sb) 60 mg/kg 5 ND
Soluble Arsenic (As) 25 ma/kg 5 ND
Soluble Barium (Ba) 1,000 mgkg 10 ND
Soluble Cadmium (Cd) 75 mag/kg 5 ND
Soluble Chromium (Cr) G0 mg/kg 5 ND
Soluble Mercury (Hg) 60 mag/kg 5 ND
Soluble Selenium (Se) 500 mg/kg 10 ND
Notes :

(1) Results shown are of the adjusted analytical results.
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Sample photo:

SHA10-087391.001

5G5S authenticate the photo on original report only

** End of Report ™

This document is issuad by the Company subject o ils General Condilions of Service printed overleaf, available on request or accessible H% iiwww.sgs. comiterms_and_conditions.
mm I‘ur ubr.m:rlc format dnq:men!.u subject to Terms and Conditions lnr Electronic Documents at wwnw. comiierms e-docume| Altenlion is drawn tn the imlalh:n of

'Vishan Road Kuhui Distict Shanghai China 200233 {EAE (86-21) 61402553 | E&E (B5-21)64953679 WWW.CT.505.COm

3" Bullding No 884
hE - bl - BICERL#eE0SISHE &8 200233 HL: [B6-21)61402584  HL:(B6-21)54500363 @ sos.china@sgs.com
|
Member of the SGS Group (SGS 5A)




	en71_p2a
	en71_p2b
	en71_p2c

